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Test Test
Property Unit Method Condition AC3100
rosk wm fE kg/cm? ASTM D-638 2 % 650
Tensile Strength (MPa) ( 180 527) (60)
= g omm B kg/cm? ASTM D-790 2 % 1000
Flexural Strength (MPa) (180 178 ) (94)
=g B % kg/cm? ASTM D-790 2 % 25000
Flexural Modulus (MPa) (180 178 ) (2438)
woolK mW ~ ASTM D-785 . _
Rockwel | Hardness el (IS0 2039/2) 4 R-118
lzod M o8 kg-cm/cm ASTM D-256 23 °C 65
Izod Impact Strength (J/m) (IS0 180) 3. 2mm (420)
Charpy MIisRE |y 150 179 B e 44
Charpy Impact Strength 4mm
AV G A = 0 ASTM D-1525
Vicat Softening Point ¢ (IS0 306) VICAT (10N 107
AT S 3 . Unannea led
Heat Deflection °c lg;g [7)5?1? 18.6 kg/cm’ 90
Temperature (1. 8MPa) 1/4” bar
I 110 min ASTM D-1238 240°C X kg 25
Melt Flow Index | ® (10 1133) | 260C x 2. 16ke 17
tt H ASTM D-792
23°C/23°C 1.18
Specific Gravity (IS0 1183) /
o w % 0 AST D-955 ]
Molding Shrinkage| (150 2577) 3. 2mm 0.4-0.6
1.2mm V-0
; 1. 5mm V-0
| e Ai
" Lﬁ. . ; UL-94 FILE NO.E162823 2.3mm V-0, 5VB
Flammability 3.0mm V-0, 5VA
Al'l Color
R {63

Characteristics

mek, EX8=. B, 8

PLEEUE 2575 ASTM. ISO I 7 EATNG, HERH BN 5%, .
BB LR AN A R A R -BRE
FHL 6 02-27122211 / t£ E: 02-27131649
Huhik: GAbika L X #b A 201 5
WX 31k :https://www.fcfe-plastics.com/
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