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5090T

# H+ F#H# RANDOM COPOLYMER

* 32 Applications ¥ }+ Characteristics

B #H P F E High transparency container * % i%5 P £ High transparency
« F PRI & Transparency housewares — *  Foit & & L4 if

* - =& |4 Disposable syringes Good resistance to chemical

¥ 1+ Typical Properties
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Properties Unit Test Method Typical Value

J:I\ﬁeﬁfliﬁdfi 9/10min 1SO1133 15
D?niy g/lem® 1S01183 0.90
a
Mbelﬂﬁ;%)im C DSC 146
2N
Heat Deffi‘ei?iori /'Ii:ér)r% perature C ISO75 95
ST
Vicatufc??telni:g iI;'!ér)r%i perature C ISO306 125
TP T
Ten;ii*I:eJ: ‘Svté;jﬁgth;:t:%eld Kg/em® 1SO527 280
I TN S
TensiI:rE;Iisgaltion ;t Break % 1SO527 300
%K
Roclé\iveJI] ﬁgaf]ness R scale 1SO2039 98
Fleftlxjrﬁlﬁﬁﬁlus Kg/em? 1SO178 10,500
1IZOD % 5 K& Kg.cm/cm SO 180 23C 6
IZOD Impact Strength notch 207
kﬁﬁﬁ: % FPC Method 1.3-1.7

Mold Shrinkage
AEBHE LN LB WEER BT B2 2
The details given in this data sheet are our standard value but not specification guaranteed.

FDA ¥ FDA Approval
A L% 5090T # & £ B8 52 ¥4 § 125 21 CFR177.1520 2 .45 > 7 3 4537 & 4 424§ -
Yungsox 5090T resin meets the FDA requirements in the Code of Federal Regulations in 21 CFR 177.1520 for food contact.

UL 3238 UL Certification

A £, 5090Tid i % FUL 94HB 323 » UL 4% $%%.:E216959 -
Yungsox 5090T is certificated with UL 94HB, UL file no.: E216959.

USP 2 3 3&5 USP Biological Reactivity Tests

A% 5000TL 46 # REFL £ 5 -~ 53db % o

Yungsox 5090T resin meets the requirements of USP Plastic Class VI.
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