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251 ABS
FAi& FEHEEFE
MR HB
=it JEMNFOARZR, A6SEM, R T SEM, L AHBIX, RRGM
PN &4 B
IR EE BEE B Mk 7 &
R 1.05 g/cm3 ASTM D792
R 1.05 g/cm? ISO 60
B REREIES
200°C , 5.0kg 0.23 9/10min ASTM D1238
220°C , 10.0kg 2.8 g/10min ASTM D1238
220°C , 10.0kg 3.0 9/10min ISO 1133
S 0.40 %) 0.70 % ISO 294-4
M EEE BEE B Mk 7 &
BRI ISO 179
-30°C 24 k)/m2 ISO 179
23°C 35 k)/m2 ISO 179
SERBOMTEE
23°C, 3mm 440 J/m ASTM D256
23°C, 6mm 310 J/m ASTM D256
-30°C 22 k)/m2 ISO 180-1A
23°C 33 k)/m2 ISO 180-1A
At EE BEE Bafif Mk 75 3%
RORRE
1.8 MPa , FIEX 85.0 °C ASTM D648
1.8 MPa , sRIEX 84.0 °C ISO 75-2/A
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POLYLAC® PA-747H

ABS-8E3E

HB
1.8 MPa , IBX 95.0 °C ASTM D648
1.8 MPa , IEXX 100 °C ISO 75-2/A
HRIEE
A50 106 °C ASTM D1525 , ISO
306
B50 101 °C ISO 306
MR AR R EL
MD 8.7E-5 1/°C ISO 11359-2
AR WEE B M 75 7%
1.60 mm HB UL 94
EE BEE B M 75 7%
V& ECREEE
R %% 112 ASTM D785
T &M
Hid BEE B M 75 7%
TERE 80 %I 85 °C
THiEaE) 2.0 %40 hr
BHE1XRE 190 #| 210 °C
RHEB3XIEE 210 &l 240 °C
REHESKIRE 220 %l 250 °C
OiRRE 200 %l 250 °C
3 6.0 mm/min
4 2.8 mm/min
52.0 mm/min
6 =Z A (50°C/h)
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