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5 M (Properties) RIEH, 77 )% (Test Method) [l 1544 (Test Condition) | & {7 (Unit) PA-757H
§,| RRE ISO 527 50 mm/min MPa 40
Tensile Strength
SRR
M 1SO 527 50 mm/min % 40
Tensile Elongation
SR 1SO 178 2mm/min MPa 61
Flexural Strength
SRS 1SO 178 2 mm/min GPa 2.0
Flexural Modulus
IZOD HE®RE
mEaE ISO 180 4mm/23°C kJ/m? 25
1zod Impact Strength
Ch HERE
APy B 1SO 179 4mm/23°C kJ/m? 27
Notched Impact Strength
FENAR] 200°C , 5kg 2.7
" ISO 1133 cm’/10min
Melt Flow Index 220°C 10kg 30
E =
EE ASTM D785 - - R-102
Hardness
B
- ISO 1183 23°C g/em® 1.04
Density
BRACR
. ) ISO 306 10N , 50°C/hr °C 103
Vicat Softening Temp.
AT 8 1.8MPa annealed 96
T ISO 75-2 °C
Heat Distortion Temp. 1.8MPa unannealed 81
Ay File No.E194560
. - - 1.5mm HB
Flammability UL&C-UL
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