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thE 1.42 glcm3 ASTM D792, ISO 1183
IBRE(BHTRENEE) (190°C/2.16 ko) 39 9/10 min IS0 1133
W4 - R 1.7 3 2.1 % RE %
TGk (23°C, 24 hr, 50% RH) 0.20 % ASTM D570
R BEE Bl W T %
& IRIERE ASTM D785
M 4 94 ASTM D785
R %% 120 ASTM D785
UM RE HEE AL MR T &
iR E 3400 MPa ISO 527-2
R R 7]
EHR 74.0 MPa ISO 527-2
- 75.0 MPa ASTM D638
R (H2) 15 % ASTM D638, ISO 527-2
TiEE
- 3250 MPa ASTM D790
- 3200 MPa ISO 178
THISRE 113 MPa ASTM D790
A B 13.0 mg ASTM D1044
i ERE BEE Bl W T 5%
TEI SRR O R R 6.0 kJ/m2 ISO 179
BEERER O SR 50 Jim ASTM D256
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T TREREE
0.45 MPa, 5Bk 172 °C ASTM D648
0.45 MPa, 5RiB K 165 °C ISO 75-2/B
1.8 MPa, KBk 136 °C ASTM D648
1.8 MPa, KBk 105 °C ISO 75-2/A
LR RS - T 1.0E-4 cm/cm/°C ASTM D696, I1SO 11359-2
e 1470 Jikgl°C
SHRE 0.23 W/m/K
S MERE BEE B W T %
SRIE AR 1.0E+16 %] 1.0E+17 ohms ASTM D257
HFREFEZE (23°C) 1.0E+15 % 1.0E+16 ohms cm ASTM D257
R 18 kV/mm ASTM D149
TEEH (23°C, 1 MHz) 3.80 ASTM D150
HEEH (23°C, 1 MHz) 7.0E-3 ASTM D150
i FRIME 250 sec ASTM D495
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0.750 mm HB UL 94
1.50 mm HB UL 94
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