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Flame
Class

V-1
V-1
V-0, 5VA
V-0, 3VA
V-0, VA

Component - Plastics TR G LI T S e
Guide Information
LG CHEMLTD
20 YOIDO-DONG, YONGDUNGPO-GU, SEOUL 150-721 KR
AF365(8&)
Acrylonitrile Butadiene Styrene (ABS), furnished as pellets
Min. Thk
Color (mm)
ALL 17
1.8
2.0
2.5
3.0
Comparative Tracking Index (CTI): 2
Dielectric Strength (kV/mm): -
High-Voltage Arc Tracking Rate (HVTR): 2
Dimensional Stability (%): -
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Inclined

Volume
High Volt, Low C

(&) - May be replaced by one, two, or three numbers and/or letter, except Grade AF3675H.

ANSIYUL 94 small-scale test data does not pertain to building materials, furnishings and related contents. ANSI/UL &
plastic materials used in the components and parts of end-product devices and appliances, where
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