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PEIA/ZNE K K
EHEE
1t R i R A% 55
EXRER
E50075-241808 E50075-241816 E195100-101422446 E245526-101512727
LLES E244324-101516434
M Ultra Low Viscosity BRAEMERE R
licheS yiil3
SN ST/ R
e KT
MIFE SEETRRE
YIIRERE HEE E=hivid] W T5 £
BE 1.20 glem3 ISO 1183
B ERRZE(MVR) (300°C/1.2 kg) 18.0 cm?/10min ISO 1133
gz REFTE
FEHRENFE : 4.00 mm 0.50 %/ 0.70 % T %
RENFE : 4.00 mm 0.50 % 0.70 % RER T3
ke (23°C, 24 hr) 0.20 % ISO 62
U MERE HEE AL Wik T5E
R E 2400 MPa ISO 527-2/1
HEEA (ER) 61.0 MPa ISO 527-2/50
HHEEE (ER) 6.0 % ISO 527-2/50
FRARBLIRMT R R >50 % ISO 527-2/50
TR | 2350 MPa ISO 178
RS 2 93.0 MPa ISO 178
A RE BEE E=hivid] W T5 £
B RERO R ERE 67 kJ/m?2 ISO 179
X R FTHR O A EHRE T lfZ ISO 179
frafeacd HEE AL Wik T3 %
AT RE
0.45 MPa, 5KkiB K 139 °C ISO 75-2/B
1.8 MPa, 5RiBk 126 °C ISO 75-2/A
HRRUBE 146 °C ISO 306/B50
LI AB KR ISO 11359-2
RN 7.0E-5 cm/cm/°C ISO 11359-2
! 7.0E-5 cm/cm/°C 1ISO 11359-2
RTI Elec (1.50 mm) 125 °C UL 746
RTl Imp (1.50 mm) 115 °C UL 746
RTI (1.50 mm) 125 °C UL 746
S MERE FEE E=hivis] W T5 £
REHER > 1.0E+15 ohms IEC 60093
HRFR B R > 1.0E+15 ohms cm IEC 60093
freasag 30 KV/mm IEC 60243-1
AXBEAE IEC 60250
100 Hz 3.10 IEC 60250
1 MHz 3.00 IEC 60250
FERAS IEC 60250
100 Hz 1.0E-3 IEC 60250
1 MHz 9.0E-3 IEC 60250
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TREBRREIEH 250 Y IEC 60112

AR TEE A WK &
UL PRS2 UL 94
0.400 mm V-2 UL 94
1.50 mm V-2 UL 94
3.00 mm V-2 UL 94
YR 22 5 R EL IEC 60695-2-12
1.50 mm 825 °C IEC 60695-2-12
3.20 mm 875 °C IEC 60695-2-12
AT 22 RIGRE IEC 60695-2-13
1.50 mm 850 °C IEC 60695-2-13
3.20 mm 875 °C IEC 60695-2-13
JEFERE BEE B WK%
FiEES 1.585 ASTM D542
EEFE (3000 pm) 88.0 % ASTM D1003
EE:
1. 2.0 mm/min
2. 2.0 mm/min
3. short time test
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